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Chemical Composition:
SNo | Tests Results
. | Copper, % 0.001
2. Magnesium, % 0.001
3. Silicon, % 0.068
4, Iron, % 0.088
< Manganese, % 0.001
6. Zinc, % 0.001
7. |Tin% 0.001
B. Titanium, % 0.001
9. Chromium, % 0.001
10. |Lead, % 0.004
11, | Aluminium , % 99.8
(by difference)
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