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TEST CERTIFICATE NO.: C1/0000191247
il il J
Issued To: Date 25092019 H
Client Coule : B]'II 1 . Job No.  1909-1-MET-1849 I
BLUECHIP LEGAL SOLUTIONS OPC PVT . :
LTD Booking No.  RGI192071/7246 |
; . . Booking Date 17092019 |
- :Eﬁi B;}t‘:‘;“” Customer Ref No. -I?!{JWZUI'J i
| i Cust Ref Dat .
! DELHI-110019 TEIREL SIS ,'
Kind Atin: MR VIVEKA THAKUR I
Sample Description : '|
f ONE SAMPLE OF ALUMINIUM SET OF WIRES HIGH TENSION WIRE, WAS RECEIVED. |
|
The sampling was not carried out by SHRIRAM INSTITUTE FOR INDUSTRIAL RESEARCH. i
; The sample particulars provided in Test certificate are based on declaration by the Party. |
| |
, TEST RESULTS |
! 5.No. Test Parameter Observations Method/Protocol Adopted
1 i ]
. 1 Aluminium Content (% by Mass) 99.8 Standard methoed of chemical |
. analysis by N.H.Furman. f
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